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Nano ZnO ﬁller incorporating gel co-polymer composites electrolytes membranes were prepared using a
solution cast technique. All prepared membranes were characterized using different techniques such as
X-ray diffraction (XRD), thermal analysis (TG, DSC), Fourier transform infra ered spectroscopy (FT-IR)
and scanning electron microscopy (SEM). X-ray diffraction analysis showed the effect of lithium hexaﬂuorophosphate (LiPF6), poly vinyl acetate (PVAc) and nano zinc oxide (ZnO) on the crystalline structure
of the polyvinylidene ﬂuoride ecoe hexaﬂuoro propylene (PVdF-co-HFP) matrix containing ethylene
carbonate (EC) and diethyl carbonate (DEC) as plasticizers. FT-IR analysis conﬁrmed the good dissolution
of the LiPF6 salt and the good interaction of the nano ZnO ﬁller with the co-polymer matrix. TG analysis
showed the good thermal stability of the samples containing ZnO compared to the free one. Also,
addition of nano ZnO ﬁller enhanced the conductivity value of the co-polymer composites electrolytes.
The sample containing 6 wt % of ZnO delivered the highest conductivity value of about
3.69  104 U1 cm1 at room temperature with a good thermal stability behavior (Td ¼ 325  C).
© 2016 Elsevier Ltd. All rights reserved.
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1. Introduction
Lithium ion batteries as a renewable energy source have been
investigated in the past few decades. Their high energy density and
efﬁciency makes them promising candidates for hybrid electronic/
electric vehicles and portable electronics [1,2]. Lithium ion batteries
can also be used for electrical energy storage from renewable energy sources generated by solar or wind. Nevertheless, lithium ion
batteries are still associated with severe safety risks such as ﬁre and
explosion hazards owing to the use of ﬂammable separators and
liquid organic electrolytes [3]. Gel polymer electrolytes are
receiving considerable attention as solid separators in lithium ion
batteries [4,5] because of their simple process ability, feasibility to
suit various cell geometries, cost competitiveness and safety [6] in
addition to ionic conduction comparable to the one of the most
used liquid electrolytes, mechanical ﬂexibility, low density and
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stability [4,5,7]. According to the previous studies, different polymer matrixes having different chemical structures with various
ﬁllers have been studied [3e13]. PVdF and its co-polymers have
been chosen as potentially interesting ones due to their promised
properties [14] such as good solubility behavior in dispersed media,
low glass transition temperature (Tg), low crystallinity nature, high
dielectric constant, possibility of tuning the separator porosity
degree and pore size, good contact at electrode/electrolyte interface
and cathodic environment stability [7].
P[(VdF-HFP)] as an example has received a great attention
because of its good thermal and electrochemical stability [15]. This
copolymer has amorphous structure favoring the ionic conduction,
and at the same time crystalline structure of PVdF works as a mechanical support [16]. previous literature works have showed
encouraging results for P (VdF-HFP) - based polymer electrolytes
with various types of dopant salts, such as lithium ﬂuoro alkyl
phosphate [17], lithium perchlorate [18] and lithium bis (tri ﬂuoro
methane sulfonyl) imide [19].
Ratner and Shriver [20] showed that the conduction of ions in the
polymer electrolyte matrix is mainly due to the amorphous phase.
Addition of nano ﬁllers (metal oxides) were also used to improve the
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Fig. 1. X-ray diffraction patterns of PVAC, PVdF-Co-HFP, CPC, LiPF6 and CPC containing different concentrations of LiPF6 (2, 4 wt %).

ionic conduction process in the gel polymer electrolytes [21,22].
In our present work, we try to prepare a membrane that can
introduce the safety key as a gel polymer electrolyte. As the thermal
stability is one of the most important properties supporting this
safety, we will try to prepare a thermally stable electrolyte with
good electrical properties using a mixture containing nano ZnO as a
ceramic ﬁller, lithium hexaﬂuorophosphate (LiPF6) as a salt and
ethylene carbonate (EC) and diethyl carbonate (DEC) as plasticizers
in presence of poly vinyl acetate (PVAc) as a good methodology in
supporting the amorphous nature of the gel polymer electrolyte.
2. Experimental
Materials: pure reagent materials of zinc acetate [LOBA Chemie
PVT.LTD., 98%], oxalic acid [Bio e Chem., 98%], P(VdF-co-HFP) (Sigma
e Aldrich, 99.99%), PVAc (Sigma e Aldrich, 99.99%), Ethylene carbonate (Sigma e Aldrich, 99.99%), Diethyl carbonate (Sigma e Aldrich,
99.99%), Lithium hexaﬂuorophosphate (Sigma e Aldrich, 99.99%).
2.1. Preparation of nano ZnO ﬁller
0.045 mol of oxalic acid was dissolved in 300 ml distilled water.

This solution was slowly added to a solution (300 ml) containing
0.03 mol of zinc acetate under stirring for 24 h. Zinc-oxalate precipitate was obtained and then ﬁltered. The ppt. was washed with
acetone several times to get rid of impurities and then dried at
120  C for 30 min. Finally, the precursor was calcined for 30 min at
450  C to get nano ZnO particles.
2.2. Preparation of co-polymer nano composites electrolytes
Firstly, the co-polymer composites electrolytes were prepared
using a simple solvent casting technique. The two polymers (PVAc,
PVdF-co-HFP) were ﬁrst dissolved in a mixture of tetra hydro furan
(THF) and di-methyl formamide (DMF) under heating (40  C). The
given amounts of plasticizers (EC: DEC, 1:1 in volume) were also
added into the above polymer mixture. After that, LiPF6 salt was
added according to the following concentrations (wt. %):

½6:25 ðPVAcÞ þ 26:75  xðPVdF  co  HFPÞ
þ 67ðEC  DECÞ þxðLiPF6 Þ; x ¼ 0; 2; 4; 6; 8 wt:%
The obtained homogenous viscous slurry was poured into the
Petri dish. The solvent was allowed ﬁrstly to evaporate slowly from
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the composite at room temperature, and then was dried at 60  C for
6 h. All prepared co-polymer composites electrolytes were mechanically stable expect those containing 6 and 8 wt % of LiPF6 that
showed a very low mechanical stable membranes. Therefore, those
samples will be out of our characterization and measurements.
Secondly, the co-polymer nano composites electrolytes were
prepared by nano ﬁller ZnO addition to the optimized co-polymer
composite electrolyte using the same method and according to
the following concentrations (wt. %):

½6:25ðPVAcÞ þ 22:75ðPVdF  co  HFPÞ þ 67ðEC  DECÞ

þ4ðLiPF6 Þ100x þ xðZnOÞ; x ¼ 0; 2; 4; 6; 8 wt:%
The slurry was stirred continuously for 24 h to avoid the ﬁller
aggregation and to ensure the ﬁne mixing. The obtained homogenous viscous slurry was poured into the Petri dish. The solvent
evaporation was performed as mentioned above.
At last, the sample containing PVAc, PVdF-co-HFP, EC and DEC
was denoted as CPC (Co-polymer composite); the sample containing PVAc, PVdF-co-HFP, EC, DEC and optimized LiPF6 concentration was denoted as OCPCE (optimized co-polymer composite
electrolyte); and the sample containing PVAc, PVdF-co-HFP, EC,
DEC, optimized LiPF6 concentration and optimized ZnO ﬁller concentration was denoted as OCPNCE (optimized co-polymer nano
composite electrolyte).
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steel blocking electrodes using a programmable automatic LCR
bridge (Model RM 6306 Phillips Bridge) in various temperatures
ranging from 298 to 388 K.
3. Results and discussion
3.1. Effect of LiPF6 addition on CPC
3.1.1. X-ray analysis
X-ray diffraction patterns of PVAc, PVdF-co-HFP, LiPF6, CPC and
CPC containing different concentrations of LiPF6 (2, 4 wt %) are displayed in Fig. 1. The humps observed for PVAc conﬁrm its amorphous
nature. The XRD pattern of the PVdF-co-HFP polymer conﬁrmed its
semi crystalline nature [23]. The absence of the characteristic crystalline peaks of PVdF-co-HFP in the CPC sample conﬁrms the good
effect of PVAc on the semi crystalline structure of PVdF-co-HFP. More
notably, the sharp crystalline peaks of LiPF6 disappeared in the
samples of LiPF6 containing CPC to retrieve the good dissolution
behavior of the LiPF6 in the PVdF-co-HFP matrix structure.
3.1.2. Differential scanning calorimetry (DSC) analysis
DSC thermograms of CPC and CPC containing different concentrations of LiPF6 (2, 4 wt %) are shown in Fig. 2. The crystallinity
relative percentage (Xc) was calculated using the equation [24]:


Xc ¼ DHc DHp

(1)

2.3. Characterizations
X-ray diffraction analysis was performed on a Diano (made by
Diano Corporation, U.S.A.) with Cu-ﬁltered CuKa radiation (l ¼
1.5418 Å) energized at 45 kV, and 10 mA. The samples were
measured at room temperature in the range from 2q ¼ 0 to 80 .
Differential scanning calorimetry (DSC) and thermal gravimetric
analysis (TG) were performed in air atmosphere with a constant
heating rate of 10  C/min. in a temperature range of 298e523 K (for
co-polymer composites electrolytes) and 298e873 K (for copolymer nano composites electrolytes) using Shimadzu DSC-60H.
The Fourier transform infrared spectra of the samples were recorded in the range of 625e4000 cm1 using a Brucker-FT-IR. Scanning
electron microscopy was carried out with JOEL scanning electron
microscopy (JSM-35CF). Ionic conductivity of the co-polymer nano
composites electrolytes was estimated with the help of stainless

Fig. 2. Differential scanning calorimetry (DSC) of CPC and CPC containing different
concentrations of LiPF6 (2, 4 wt %).

where DHp equals to 104.7 J/g which is the heat enthalpy of 100%
crystalline PVdF [25], and DHc is the heat enthalpy of CPC and CPC
containing different concentrations of LiPF6. The calculated relative
crystallinity (XC) and the data obtained from DSC thermograms are
shown in Table 1. The melting temperature (Tm) of CPC decreases
continuously by the addition of LiPF6 to show that the sample
Table 1
Values of melting temperature (Tm), heat enthalpy of melting (DHm) and crystallinity
percent (Xc) of CPC and CPC containing different concentrations of LiPF6 (2, 4 wt %).
Sample

Tm, C

DHm, J/g

Xc, %

CPC
CPC e LiPF6 (2 wt %)
CPC e LiPF6 (4 wt %)

161.94
161.48
160.98

4.44
8.18
7.10

4.24
7.81
6.78

Fig. 3. X-ray diffraction patterns of ZnO, OCPCE and OCPCE containing different concentrations of ZnO (2, 4, 6, 8 wt %).
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Fig. 4. Thermal analysis (TG-DSC) of OCPCE (A) and OCPCE containing different concentrations of ZnO: (B) 2 (C) 4 (D) 6 and (E) 8 wt%.

containing 4 wt % of LiPF6 has the low melting temperature value
(Tm ¼ 160.98  C). On the other hand, the crystallinity relative percentage (XC) increased in presence of LiPF6 salt compared to the
pure CPC sample, showing that the sample containing 4 wt% of
LiPF6 has also the low crystallinity value (XC ¼ 6.78%).

3.2. Effect of nano ZnO ﬁller addition on OCPCE
3.2.1. X-ray analysis
X-ray diffraction patterns of ZnO, OCPCE and OCPCE containing
different concentrations of ZnO (2, 4, 6, and 8 wt %) are displayed in

E.M. Masoud et al. / Polymer Testing 56 (2016) 277e286

Fig. 3. The ZnO pattern shows typical peaks characterized for ZnO
[26] and a good consistence with JCPDS (NO. 361451). XRD line
broadening was used to estimate the crystallite size of the powder
according to Scherer formula [27]:

D ¼ 0:9l=bcosq

(2)

Where l is the wavelength of x-ray, q is the Bragg angle and b is
the full width half maximum in radians calculated using Gaussian
ﬁtting. The results showed an average crystalline size of about
8 nm.
Also, from the ﬁgure, we can observe the effect of nano ZnO ﬁller
addition on OCPCE sample as its broad hump was completely disappeared, conﬁrming the destruction effect of the ﬁller on the ordered arrangement of the co-polymer side chains, and hence an
enhancement in the amorphous phase. This destruction effect may
be due to Lewis acid - base interactions between the ﬁller surface
and the polar ﬂuoride atom (F) of PVdF-co-HFP.

3.2.2. Differential scanning calorimetry (DSC) and thermal
gravimetric (TG) analyses
DSC and TG thermograms of OCPCE and OCPCE containing
different concentrations of ZnO (2, 4, 6, 8 wt %) are shown in Fig. 4.
The crystallinity relative percentage (Xc) was also calculated using
equation (1). The data obtained from DSC thermograms are shown
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in Table 2. The table showed that melting temperature (Tm) of
OCPCE decreases by addition of ZnO (2 wt %) and then increases for
the sample of 4 wt % of ZnO. After that, a continuous decrease was
observed till 8 wt % of ZnO. The sample containing 8 wt % ZnO has
the low value (Tm ¼ 156.88  C) compared to the others. The crystallinity relative percentage (XC) values also showed an irregular
trend, where the sample containing 6 wt % of ZnO has the low value
(XC ¼ 8.77%).
To further show the effect of nano ZnO ﬁller addition on the
thermal decomposition of the OCPCE, thermal gravimetric (TG)
analysis was also investigated, Fig. 4.
For the ZnO free sample, OCPCE, (Fig. 4A), the TG analysis was
only performed till 250  C, to exactly show the start of the sample
decomposition, and to determine its accurate temperature value.
After that, all the other samples were analyzed till 600  C to
approve the thermal stability in presence of nano ZnO ﬁller.
It is observed from Fig. 4A that there is a preliminary weight loss
in the temperature range of room temperature 150  C. This can be
attributed to the removal of moisture and/or the absorbance of
water by the sample during the loading and the weight loss is in
agreement with the endothermic peak observed in the DSC curve.
The sample starts to melt at 160.98  C (another endothermic peak
was also observed, DSC curve). The determined total weight loss till
melting temperature was about 1.5%. After that, the sample starts to
decompose at 185  C.

Table 2
Values of melting temperature (Tm), heat enthalpy of melting (DHm), crystallinity percent (Xc), decomposition temperature (Td) and AC-ionic conductivity (ơAC) of OCPCE and
OCPCE containing different concentrations of ZnO (2, 4, 6, 8 wt %).
Sample
OCPCE
OCPCE
OCPCE
OCPCE
OCPCE

-

ZnO
ZnO
ZnO
ZnO

(2
(4
(6
(8

wt
wt
wt
wt

%)
%)
%)
%)

Tm, C

DHm, J/g

Xc, %

Td,  C

ơAC (ohm1.cm1) at 298 K

160.98
159.82
160.00
159.26
156.88

7.10
11.44
11.74
9.18
12.65

6.78
10.93
11.21
8.77
12.08

185
346
350
325
345

1.00
1.58
1.58
3.69
1.00

Fig. 5. FT-IR spectra of LiPF6, ZnO, CPC, OCPCE and OCPCE containing different concentrations of ZnO (2, 4, 6, 8 wt %).







106
104
105
104
105
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For all the other samples, the same behavior was observed with
a temperature increase shift of all preliminary changes (removal
water, melting) and decomposition, conﬁrming the good thermal
stability of all ZnO OCPCE samples. All values of decomposition
temperatures (Td) of all samples were shown in Table 2. It is obvious
from the table that the OCPCE sample containing 4 wt % of ZnO has
the highest value (350  C) and that containing 6 wt % of ZnO has the
lowest one (325  C). The decomposition weight loss was mainly
due to the degradation of the side chains of the polymers. This was
conﬁrmed by the exothermic peaks observed through the DSC

curves. The different remaining weight percentage of all analyzed
samples could be due to the presence of ZnO or due to the presence
of eCF based back bones of the PVdF-co-HFP co-polymer [28].
3.3. FT-IR analysis
To explore the interactions between the polymers, salt and the
ﬁller, FT-IR spectra were investigated. Fig. 5 shows the FT-IR
transmittance spectra of LiPF6, ZnO, CPC, OCPCE and OCPCE containing different concentrations of ZnO (2, 4, 6, 8 wt %). The CPC

Table 3
FT-IR spectral bands assignment of CPC, OCPCE and OCPCE containing different ZnO concentrations.
Wave number (cm1)

799
947
1033
1243
1373
1734
2933
763
1200
1390

Band assignment
CPC

OCPCE

2 wt% ZnO

4 wt% ZnO

6 wt% ZnO

8 wt% ZnO

C-H wagging of PVAc
-CH bending of PVAc
C-O stretching of PVAc
C-OeC stretching of PVAc
CH3 symmetric bending of PVAc
C¼O stretching of PVAc
CH3 asymmetric stretching of PVAc
Crystalline phase VdF unit of PVdF-co-HFP
-CF2group of PVdF-co-HFP
CF2-deformation of PVdF-co-HFP

809
954
1039
1249
1381
1745
e
765
1209
1399

815
946
1039
1255
1381
1750
e
766
1213
1403

821
946
1039
1258
1374
1755
e
766
1214
1403

823
946
1042
1252
1377
1756
e
766
1199
1403

827
e
1042
1248
1377
1756
2941
766
1199
1403

Fig. 6. SEM images of A) PVdF - co- HFP matrix; B) OCPCE and C) OCPCE containing 6 wt % of ZnO (OCPNCE).
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sample showed different bands characteristic to PVAc or PVdF-coHFP [26], Table 3. All frequency characteristics changes of OCPCE
and OCPCE containing different ZnO concentrations are also shown
in Table 3. The table showed that some bands of CPC were disappeared or shifted to higher or lower wave numbers in presence of
the salt (OCPCE) and the different concentrations of ZnO ﬁller,
conﬁrming the interactions between the CPC, salt and ﬁller. Also,
some peaks corresponding to LiPF6 are not observed in the electrolytes, leading to the conclusion that LiPF6 is dissolved in the copolymer matrix. On the other hand, characteristic peak of ZnO ﬁller
appears at 1557 cm1 [29] was shifted in some composites and
disappeared in the other ones, to also conﬁrm the interactions.
3.4. Scanning electron microscopy
To further study the effect of PVAc, LiPF6 salt and nano ZnO ﬁller
on the co-polymer matrix morphology, SEM characterization was
performed, Fig. 6 (A, B, C). As we can see, the pure PVdF-co-HFP
matrix showed an obvious porous structure, Fig. 6(A). Also, the
OCPCE sample showed less porous structure with different shape,
reﬂecting the effect of LiPF6 and PVAc on the porosity of the copolymer matrix, Fig. 6(B). More notably, the OCPNCE sample
showed homogeneous non porous matrix, conﬁrming the ability of
nano ZnO to ﬁll the pores of the co-polymer matrix with a homogeneous distribution, Fig. 6(C).
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temperature with the ﬁller content can also be seen, Fig. 7. The
ﬁgure showed that the AC-ionic conductivity at room temperature
has the following order: sAc(OCPCE, 6 wt % ZnO) > sAc(OCPCE, 2 wt
% ZnO) > sAc(OCPCE, 4 wt % ZnO) > sAc (OCPCE, 8 wt %
ZnO) > sAc(OCPCE). All values of room temperature AC- conductivity are shown in Table 2. In general, the ﬁller samples showed
high conductivity values compared to the free one. This can be
interpreted by Croce et al. [30]. They suggested that ﬁller can help
to increase the conductivity by providing special Liþ conducting
pathways at the ﬁller surface region through the Lewis acid ebase
interactions among different species in these ﬁller samples.
The temperature dependence of dielectric constant (ε0 ) and loss
(ε”) at a frequency of 100 Hz for OCPCE and OCPCE containing
different concentrations of ZnO is shown in Fig. 9A and B. In general, it can be seen that ε0 and ε” increases as temperature increases.
The increase of dielectric constant with temperature can be
ascribed to two mechanisms. Polymer nano composite electrolyte
viscosity decrease is the ﬁrst one [31] and the second is the
dissolution of crystalline and semi-crystalline phases into the

3.5. Electrical properties
The temperature dependence of electrical conductivity (AC) of
OCPCE and OCPCE containing different concentrations of ZnO (2, 4,
6, 8 wt %) is investigated in a temperature range of 298e388 K and
illustrated in Fig. 7. The ﬁgure shows that the AC-ionic conductivity
of composites increases in general with temperature increase. According to the linear behavior of curves, activation energy (Ea)
values can be calculated using Arrhenius model, s ¼ s0exp(Ea/
RT), where R, T, s and s0 are gas constant, temperature, the ACionic conductivity and the pre-exponential factor, respectively.
The values of activation energy change with ﬁller content to have a
minimum value of 0.08 eV for the OCPCE containing 6 wt % of ZnO,
and a maximum one of 0.16 eV for the OCPCE containing 8 wt % of
ZnO, Fig. 8. The values variation of AC-ionic conductivity at room

Fig. 8. Activation energy (Ea) values of A) OCPCE; B) OCPCE þ 2 wt % ZnO; C)
OCPCE þ 4 wt % ZnO; D) OCPCE þ 6 wt % ZnO; E) OCPCE þ 8 wt% ZnO.

Fig. 7. Temperature dependent AC-ionic conductivity (100 Hz) plots of OCPCE and OCPCE containing different concentrations of ZnO (2, 4, 6, 8 wt %).
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amorphous phase [32]. On the other hand, the dielectric loss increase with temperature increasing is due to the relaxation of the
dipoles in co-operation with the drop in the relaxation time. Such
high dielectric constant and loss values can be attributed to the
high ionic conductivity that can be related to the presence of ZnO
nano particles and its good distribution within the co - polymer
matrix and also due to the good interactions between the Lewis
acidic sites on the surface of those particles and the ions of lithium
hexa ﬂuoro phosphate [33]. More notably, the values of dielectric
constant (ε0 ) and loss (ε”) of all composites comes in the same order

of AC- conductivity, where the OCPCE containing 6 wt % of ZnO
showed the highest values (2  103 and 19450 for dielectric constant (ε0 ) and loss (ε”) at room temperature and 100 Hz,
respectively).
Fig. 10 shows a complex impedance plot of OCPNCE (OCPCE
containing 6 wt % of ZnO), the optimized sample of high electrical
properties. An impedance spectrum containing a semi e circle and
an inclined straight line was observed. The semicircle part can be
attributed to the conduction process and the linear one is due to the
blocking electrode effect and the capacitance at the electrode e

Fig. 9. Temperature dependence of (A) dielectric constant and (B) dielectric loss plots of OCPCE and OCPCE containing different concentrations of ZnO (2, 4, 6, 8 wt %) at a frequency
of 100 Hz.
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Fig. 10. Complex impedance of OCPCE containing 6 wt % of ZnO (OCPNCE) at room temperature (298 K).

electrolyte interface [34,35]. This blocking electrode results in a
charge polarization in the copolymer matrix bulk and as a result,
the electrical double layer at each interface will lead to increase the
impedance against ion motion with frequency decreasing. The bulk
ionic conductivity value was also calculated to equal
4.9  104 U1 cm1 at room temperature. The equivalent circuit
was determined from the complex impedance spectrum and
shown in Fig. 10. Where R1 is the bulk resistance of the electrolyte,
C1 is the bulk capacity of the electrolyte and C2 is a capacity of bulk
electrode e electrolyte interface.
4. Conclusions
Gel co-polymer composites electrolytes and gel co-polymer
nano composites electrolytes were prepared using solution cast
technique. Each of composites electrolytes was characterized using
X-ray diffraction (XRD), thermal analysis (TG, DSC), Fourier transform infra red spectroscopy (FT-IR) and scanning electron microscopy (SEM). The effect of PVAc, LiPF6 and nano ZnO on the
crystalline structure and thermal stability behavior of all investigated composite electrolytes was conﬁrmed. The optimized sample
containing 4 wt % of LiPF6 salt showed the less crystalline structure
(Xc ¼ 6.78%) compared to the other composites electrolytes ones.
The sample containing 6 wt % of ZnO showed the less crystalline
structure (Xc ¼ 8.77%) and the highest conductivity value at room
temperature (3.69  104 U1 cm1) compared to the other nano
composites electrolytes. The AC-ionic conductivity, at room temperature and 100 Hz, has the following order: sAc (OCPCE, 6 wt %
ZnO) > sAc (OCPCE, 2 wt % ZnO) > sAc (OCPCE, 4 wt % ZnO) > sAc
(OCPCE, 8 wt % ZnO) > sAc (OCPCE). The same sample showed high
values of dielectric constant and loss at room temperature (2  103
and 19450 for dielectric constant (ε0 ) and loss (ε”) at 100 Hz,
respectively), demonstrating the high ion orientation within the gel

copolymer composite electrolyte. The value of bulk ionic conductivity was also calculated to equal 4.90  104 U1 cm1 at room
temperature. More importantly, the OCPNCE sample showed a high
decomposition temperature (Td ¼ 325  C), revealing the high
thermal stability of that lithium ion battery promising sample.
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